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Customer: OO0 «-APTUCAH BU3HEC IIAPTHEP» Invoice No.:HT240112SH
Commodity Size Lot No. Mfg. Date Specification Date of Issue
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ER5356 EN 1ISO 18273: SAL5356
Aluminum Alloy Solid Wire 1.0 mm/2kg K24H0112 2024.03.02 AWS A5.10 ER5356 2024.03.06
CHEMICAL COMPOSITION ft 22 & 4> (%)
Elements . .
o N Mg Si Mn Zn Fe Cu Ti Cr
Requirement 0.06~0.2 | 0.05~0.2
b 1 4.5~5.5 <0.25 0.05~0.20 <0.10 <0.40 <0.10 0 0
Actual
ﬁ:‘g,':tzz 4,95 0.069 0.086 0.02 0.135 0.025 0.065 0.063
Tensile Test of Deposited Metal Impact Test of Deposited Metal Welding Condition
YR DA B o3 IR L T o4 Soundness S
Test Require . . . - Test
Y)I%I}?&ggc})%lgt Ten%leﬁ?é’}e%?gth EI%‘?;%O” T;?;&-I;%r;;? Im%;%\lljlue 2R 46 | Type of Current | Amperage |Arc. Voltage|  Wire
- - 0 - LRGBS R | BIlHEE | RaERe
MPa MPa Yo C J
Requirement - I
b i 120-160 250-300 -
Actual Result
RN 141 295 27 Passed
%A 25 28/27/27
Remarks
#® #&: AWS A5.10 ER5356

Product supplied under QA program fulfilling the EN 1SO 9001:2008;
We hereby certify that this report is correct and that all test results are in compliance with

QUALITY ASSURANCE
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